


将产品放置于(-55±1)℃的低温试验箱存储，持续时间：1000 h。
Place the product in the low temperature storage chamber which the
temperature is (-55 1) , duration: 1000 h.± ℃

低温贮存
Low Temperature

Storage

将电阻板放置于(125±1)℃的高温试验箱存储，持续1000 h。
Place the resistance plate on the(125 1) high temperature storage
chamber, continuous 1000 h.

± ℃
高温贮存

Resistance to
Dry Heat

| R/R| 1%Δ ≤

| R/R| 1%Δ ≤

70℃耐久性
℃Endurance at70

温度快速变化
Rapid Change of
Temperature

稳态湿热
Damp Heat
Steady State

耐有机溶剂
腐蚀性

Corrosion
resistance to

organic solvents

耐焊接热
Resistance to
Soldering Heat
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